
Sample Log
Trickling Filter Rock

Chain-of- Lab Surface Surface
Date Sample Custody Result Area Concentration

Sampled Number Number Description (µg) (cm2) (µg/100 cm2)

Daily Production Samples - June 15, 1998

6/15/98 WT2576 1117 Wipe Sample of Treated Tile 4.9 186.3 2.6
6/15/98 WT2577 1117 Wipe Sample of Treated Rock 8.9 208.7 4.3
6/15/98 WT2578 1117 Wipe Sample of Treated Tile 4.7 169.7 2.8

6/15/98 WT2579 1117 Wipe Sample of Treated Rock 7.4 213.8 3.5
6/15/98 WT2580 1117 Wipe Sample of Treated Rock 7.1 176.7 4.0
6/15/98 WT2581 1117 Field Blank BDL ND BDL

Average 3.4
Daily Production Samples - June 16, 1998

6/16/98 WT2583 1119 Wipe Sample of Treated Rock 3.2 132.7 2.4
6/16/98 WT2584 1119 Wipe Sample of Treated Rock 3.7 147.4 2.5
6/16/98 WT2585 1119 Wipe Sample of Treated Rock 4.2 145.3 2.9
6/16/98 WT2586 1119 Wipe Sample of Treated Rock 4.3 183.9 2.3
6/16/98 WT2587 1119 Wipe Sample of Treated Rock 3.6 213.8 1.7

6/16/98 WT2588 1119 Field Blank BDL ND BDL

Average 2.4
Daily Production Samples - June 17, 1998

6/17/98 WT2597 Wipe Sample of Treated Rock 2.2 138.9 1.6

6/17/98 WT2598 Wipe Sample of Treated Rock 3.3 122.7 2.7
6/17/98 WT2599 Wipe Sample of Treated Rock 3.6 136.8 2.6
6/17/98 WT2600 Wipe Sample of Treated Rock 2.8 248.8 1.1
6/17/98 WT2601 Wipe Sample of Treated Rock 5.3 118.8 4.5
6/17/98 WT2602 Field Blank BDL ND BDL

Average 2.5
Daily Production Samples - June 18, 1998

6/18/98 WT2608 Wipe Sample of Treated Rock 3.3 201.1 1.6
6/18/98 WT2609 Wipe Sample of Treated Rock 5.4 160.6 3.4
6/18/98 WT2610 Wipe Sample of Treated Rock 3.9 138.9 2.8

6/18/98 WT2611 Wipe Sample of Treated Rock 4.9 186.3 2.6
6/18/98 WT2612 Wipe Sample of Treated Rock 4.1 149.6 2.7
6/18/98 WT2615 Field Blank BDL ND BDL

Average 2.6


